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SECTION 512 -- BITUMINOUS SURFACE COURSE 

512.01 -- Description 

 This work will consist of constructing a surface course composed of 
salvaged bituminous material obtained from sources shown in the plans or 
described in the special provisions.  The bituminous material shall be 
distributed and spread as shown in the plans. 

512.02 -- Material Requirements 

 The salvaged bituminous material shall meet the requirements in 
Subsection 510.02. 

512.03 -- Construction Methods 

 1. The Contractor shall obtain and place the salvaged bituminous 
materials as shown in the plans. 

 2. Before placing the salvaged material, the area on which this material is 
to be placed shall be smoothed and any vegetation removed by the Contractor.   

 3. The surface shall be adjusted to accommodate the thickness of the 
bituminous surface course.   

 4. The Contractor shall compact the bituminous surfacing material with 3 
complete coverages of a roller or other approved compaction equipment. 

512.04 -- Method of Measurement 
 The bituminous surface course will be measured for payment by the 
square yard. 

512.05 -- Basis of Payment 

 1. Pay Item        Pay Unit 
  Bituminous Surface Course    Square Yard (SY) 

 2. Payment is full compensation for all work prescribed in this Section. 

 

 


